o 44 % 5 11
2016 4F 11 H

T &

ook N H Vol.44, No.11 85

ENGINEERING PLASTICS APPLICATION

Nov. 2016

d0i:10.3969/j.issn.1001-3539.2016.11.019

ABS R AT IEZ USRI ERZHRIEXE

I ERE,GH, W E
(LEFAIRE R 2B b S R 22 BE . T 510006)

WE Bt 2o kig &2 A FRBEFRT A - T =W - R B (ABS) A Limig %X 3 (UVA,
UVB #o £ ) B 9 B R Z AR IS AZ 7 ZALAT AW AR 2, Lo AT R R0, R Fl ABS MM E A T Anit Z 4L
Fo By REACE AR P HIEAIR 69 R B EAE) N F AL REL IR 5T ABS A6 dnik EALVE R AP R E 5] ; & E MR
F A T Aeik ALK IR AT 6 £ T AL Aeid4E Fl KBRS % : UVB >UVA > 87, ifid 4547 ABS #Htes & £ %4
HF AR EA T AR ALY PO g R AR b R AE R, A T AT Amik AL 7 ob g R B 3 Ay

%’—o

KRR AR — T M — R T A AT ek Z LRI ; B R ZALRKIE; AR Xk

FE K S TQ325 ZEkARIRAD: A

XEHS:1001-3539(2016)11-0085-07

Relationship Between Artificial Accelerated Weathering and Outdoor Natural Weathering for ABS Resin
Wang Yuhai , Shi Guang,, Yang Liting

(School of Chemistry and Environment, South China Normal University, Guangzhou " 510006, China)

Abstract : The relationship between the aging behavior of acrylonitrile-butadiene-styrene plastics (ABS) resins in different

artificial accelerated weathering tests (UVA ; UVB and xenon) and that in outdoor natural weathering test was investigated by

FT-IR, color aberration and mechanical performance measurements. FT—IR results indicated that the photo-oxidative degradation

mechanism of ABS in artificial-accelerated weathering 'tests was the same as that in outdoor natural weathering test. However,

different accelerated weathering test had obvious effect on the accelerated degradation rate of ABS resins. The order of accelerated

rate of color aberration by accelerated weathering test was : UVB >UVA >xenon. The relationship between artificial accelerated

weathering tests and outdoor natural weathering test was established on the basis of data obtained by color aberration and mechanical

properties during aging. Finally, the conversion equation of time for artificial accelerated weathering test and outdoor natural

weathering test was established.

Keywords : acrylonitrile-butadiene-styrene plastics ; artificial accelerated weathering ; outdoor natural weathering ;
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